JUSHI GROUP CO.,LTD.

NO.2110-14321

CERTIFICATE OF ANALYSIS

JS/04-2JC-54

Customer Name

UE BELARUSIAN OIL TRADE
HOUSE

Sampling Dept.

Testing Center

Product Name

E Glass Chopped Strands

Sampling Spot

Roving Forming

Workshop
Product Code ECS10-03-568H Production Date 2021.10.14-2021.10.16
Total Amount 20000.00kg Testing Date 2021.10.14-2021.10.16
ACCEPTED STANDARDS TEST RESULTS
Various Tests
Conducted
Standard No. St\e/‘;ri ?;d Average Value Passed?/Yes or No
Filament Dia.(um) ISO 1888-2006 9.0-11.0 10.3 Yes
Loss On Ignition(%) ISO 1887-2014 0. 35-0. 55 0.44 Yes
Moisture Content(%) ISO 3344-1997 <0.05 0.04 Yes
Choppability (%) Q/JS J0362-2019 =99. 00 99.97 Yes
Chop Length (mm) Q/JS J0361-2019 2.00-4. 00 3.25 Yes
Test Testing o Relative o
Conditions Temperature 23¢C Humidity 55%
Test . "
. Conformed to all above specification Passed =%
Conclusions 4

Test Conducted By

Zhong Lei

Test Supervisor

Cui Fengbo

Date

— e

| 2021/10/27

JSSE2102 568H




